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DIVISION: 07 00 00 – THERMAL AND MOISTURE PROTECTION 
Section: 07 56 00 Fluid-Applied Roofing 
 
REPORT HOLDER: 
Liquiform Technologies Inc. 
9757 7th Street, Suite 803 
Rancho Cucamonga, CA 91730 
888-440-3224 
www.weatherweld.com  
 
REPORT SUBJECT: 
WeatherWeld Roofing Systems and Coatings 
 
1.0 SCOPE OF EVALUATION 
 

1.1 This Research Report addresses compliance with the 
following Codes: 
• 2024, 2021, and 2018 International Building Code® (IBC) 
• 2024, 2021, and 2018 International Residential Code® 

(IRC)  
 
NOTE: This report references the most recent Code editions 
noted. Section numbers in earlier editions may differ. 

 
1.2 The Liquiform coatings recognized in this report have 
been evaluated for the following properties (see Table 1): 
• Physical properties 
• Wind resistance 
• Impact resistance 
• Fire classification 
 
1.3 The WeatherWeld Roof System and Coatings 
recognized in this report have been evaluated for the 
following uses (see Table 1): 
• Class A roof assemblies   

 
2.0 STATEMENT OF COMPLIANCE 
 
The WeatherWeld Roof System and Coatings recognized in this 
report comply with the Codes listed in Section 1.1, for the 
properties stated in Section 1.2, and uses stated in Section 1.3, 
when installed as described in this report, including the 
Conditions of Use stated in Section 6.0. 

3.0 DESCRIPTION 
 

3.1 WeatherWeld Roofing System: The WeatherWeld Roof 
System serves as a roof coating that can be applied over pre-
existing roof surfaces or incorporated into new roofing 
assemblies. The WeatherWeld system is composed of 
asphalt emulsion blended with fiberglass. Acrylic coatings 
may be installed over WeatherWeld. 
 
3.2 WeatherWeld Asphalt Emulsion: WeatherWeld 
WW47115 Emulsion is a cold-applied coating, is supplied in 
pails, 275-gallon containers, and bulk quantities supplied in 
tankers up to 5000 gallons. It is also supplied in pails 
premixed with fiberglass roving. The Emulsion has a shelf life 
of 12 months.  
 
3.3 Acrylic Roof Coating: WeatherWeld WW472049 Base 
Coating is a one-component, water-based elastomeric 
coating designed to facilitate adhesion of surface coatings to 
asphalt.  WeatherWeld WW473049 Cool Roof Reflective 
Coating is a one-component water-based elastomeric 
coating. The coatings are supplied in 5, 55, and 275-gallon 
containers and have a shelf life of 12 months. 
 
3.4 Weather-Armor SB-1 Underlayment: SB-1 is a self-
adhering underlayment used as the base sheet for the 
Liquiform roofing systems. 

 
4.0 PERFORMANCE CHARACTERISTICS 

 
4.1 Physical Properties: WeatherWeld WW47115 Emulsion 
complies with ASTM D1227, Type I, Class II. WeatherWeld 
WW473049 complies with ASTM D6083. SB-1 underlayment 
complies with ASTM D1970. 
 
4.2 Wind Resistance: WeatherWeld, uncovered or covered 
with Acrylic Roof Coating, has an allowable wind resistance 
as described in Section 5.3. 

 
4.3 Fire Classification: WeatherWeld, uncovered or 
covered with the Acrylic Roof Coating described in Section 
3.3, has a Class A fire classification, when installed in 
accordance with this report. 

http://www.intertek.com/building/
http://www.weatherweld.com/
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4.4 Impact Resistance: WeatherWeld, uncovered or 
covered with Acrylic Roof Coating, complies with FM 4470, 
Resistance to Foot Traffic Test, as referenced in IBC Section 
1504.8.  
 

5.0 INSTALLATION 
 

5.1 General:  The materials must be installed in accordance 
with the manufacturer’s published installation instructions, 
the applicable Code, and this Research Report.  A copy of the 
manufacturer’s instructions must be available on the jobsite 
during installation.  
 
This report recognizes two systems: 
• WeatherWeld with no covering 
• WeatherWeld covered with Acrylic Base Coat and Acrylic 

Top Coat 
 
5.2 Application: WeatherWeld Specifications 
• I-1B-16-30-A (Flat Roofs) 
• NCN-1B-16-30-A (New Roof Over Plywood) 
• NCNN-1B-16-30-A (New Roof Adhered to Substrate) 
• R-16-30-A (Flat Roofs) 
• R16-30-M-A (Metal Roofs) 
• R-1P-16-45-A (Gravel Surfaced BUR Roofs) 
 
5.2.1 Substrates: The materials described in this report 
may be applied to existing roof surfaces such as BUR, TPO, 
or EPDM membranes, or installed as a new roofing assembly 
with or without insulation. Materials must be installed in 
accordance with the terms of their Listing over either 
minimum 15/32-inch plywood, concrete, steel roof decks, or 
directly to metal substrates. 
 
5.2.2 WeatherWeld WW47115 Emulsion: The surface of 
the substrate must be cleaned to remove dirt, grease, and 
other contaminants. The surface must be smooth, uniform, 
and free of defects. WeatherWeld Asphalt Emulsion and 
Fiberglass roving must be mixed thoroughly and applied 
using a glass chopper spray gun. Application temperature 
must be minimum 50°F with no rain forecasted within 
24 hours. The mixture must be applied at minimum 
30 gal./100 ft2. The fiberglass roving can be mixed into the 
Asphalt Emulsion either at the factory or at the jobsite, with 
30 gal. of Emulsion mixed evenly with 16 lbs. of fiberglass.  

The coating must dry completely between coats, typically 
6 to 24 hours in hot and dry weather conditions. Allow 
48 hours to dry before application of roof surface coatings.  

 
When applied to TPO membranes, WeatherWeld WW47309 
acrylic coating must be applied using a roller to achieve full 
coverage prior to application of the WeatherWeld 
WW47115 Emulsion. 

 
5.2.3 WeatherWeld WW47115 Emulsion with 
WeatherWeld WW473049 Cool Roof Reflective Coating: 
The WeatherWeld WW47115 Emulsion substrate must be 
clean, even, and uniform. The WeatherWeld WW472049 
followed by WeatherWeld WW743049 coatings are applied 
at a minimum application rate of 1.5 gal/100 ft2 each. 
Application temperature must be minimum 50°F with no 
rain forecast within 12 hours. The WeatherWeld 
WW472049 coating must dry before application of the 
WeatherWeld WW473049 top coat. 
 
5.3 Wind Resistance: When applied as per Section 5.2, the 
roofing systems have an allowable wind resistance of 
105 psf. The roof deck to which the roofing system is applied 
must be designed for all applicable wind loads. See Table 2 
for calculated wind speeds. 
 
5.4 Fire Classification: When applied as per Section 5.2, the 
roofing systems have a Class A fire classification when 
installed over plywood, concrete, and steel decks. The roof 
slope is not limited. 
 

6.0 CONDITIONS OF USE  
 

6.1 Installation must comply with this Research Report, the 
manufacturer’s published installation instructions, and the 
applicable Code. In the event of a conflict, this report 
governs.  

 
6.2 The WeatherWeld materials recognized in this report 
are manufactured under a quality control program with 
inspections by Intertek Testing Services NA, Inc.  
 

7.0 SUPPORTING EVIDENCE 
 
7.1 Reports of tests in accordance with ASTM D1227, ASTM 
D1970, ASTM D6083, ASTM D2370, UL 1897, FM 4470 
(Section 5.5), and ASTM E108.  
 

http://www.intertek.com/building/
http://www.intertek.com/building/
https://urldefense.com/v3/__https:/b02e3a36-b87e-473a-a7ea-03c39353bcbc.usrfiles.com/ugd/0dde82_5f0475b6075346128cb26cf17c293ee9.pdf__;!!Ie6nUkZk!qIgx3qy3RBU97x6Gm3YkQSXkofP1XVx-mN27OGAKr8RXlPUlShI6ndH-xcLD7zutbpow526Vm-CXm4EgTzYBgNcF$
https://urldefense.com/v3/__https:/b02e3a36-b87e-473a-a7ea-03c39353bcbc.usrfiles.com/ugd/0dde82_18abc4545bb84e20869dc0a4ad95be6d.pdf__;!!Ie6nUkZk!qIgx3qy3RBU97x6Gm3YkQSXkofP1XVx-mN27OGAKr8RXlPUlShI6ndH-xcLD7zutbpow526Vm-CXm4EgT6YCKXmf$
https://urldefense.com/v3/__https:/b02e3a36-b87e-473a-a7ea-03c39353bcbc.usrfiles.com/ugd/0dde82_342b80e4417646e9a2fee29cd3570964.pdf__;!!Ie6nUkZk!qIgx3qy3RBU97x6Gm3YkQSXkofP1XVx-mN27OGAKr8RXlPUlShI6ndH-xcLD7zutbpow526Vm-CXm4EgTxqq6PFU$
https://urldefense.com/v3/__https:/b02e3a36-b87e-473a-a7ea-03c39353bcbc.usrfiles.com/ugd/0dde82_079d62e92c9e42f7af32d6337c0fd453.pdf__;!!Ie6nUkZk!qIgx3qy3RBU97x6Gm3YkQSXkofP1XVx-mN27OGAKr8RXlPUlShI6ndH-xcLD7zutbpow526Vm-CXm4EgTwKpEdlU$
https://b02e3a36-b87e-473a-a7ea-03c39353bcbc.usrfiles.com/ugd/0dde82_36bb9b27e8fa4e6f95192c04df8b8294.pdf
https://urldefense.com/v3/__https:/b02e3a36-b87e-473a-a7ea-03c39353bcbc.usrfiles.com/ugd/0dde82_bbf51bff0c694c6faeba429a622b7447.pdf__;!!Ie6nUkZk!qIgx3qy3RBU97x6Gm3YkQSXkofP1XVx-mN27OGAKr8RXlPUlShI6ndH-xcLD7zutbpow526Vm-CXm4EgTwWNQkOg$
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7.2 Intertek Listing Report "WeatherWeld Roofing Systems 
and Coatings", on the Intertek Directory of Building 
Products.  
 

8.0 IDENTIFICATION 
 
The WeatherWeld products are identified with the 
manufacturer’s name (Liquiform Technologies Inc.), the 
product name, the Intertek Mark as shown below, the Intertek 
Control Number and the Code Compliance Research Report 
number (CCRR-0497). 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

9.0 OTHER CODES 
 
This section is not applicable. 
 
10.0 CODE COMPLIANCE RESEARCH REPORT USE 

 
10.1 Approval of building products and/or materials can 
only be granted by a building official having legal authority 
in the specific jurisdiction where approval is sought.  
 
10.2 Code Compliance Research Reports shall not be used 
in any manner that implies an endorsement of the product 
by Intertek.  
 
10.3 Reference to the https://bpdirectory.intertek.com is 
recommended to ascertain the current version and status of 
this report. 

 

This Code Compliance Research Report (“Report”) is for the exclusive use of Intertek's Client and is provided pursuant to the agreement between Intertek and 
its Client. Intertek's responsibility and liability are limited to the terms and conditions of the agreement. Intertek assumes no liability to any party, other than to 
the Client in accordance with the agreement, for any loss, expense or damage occasioned by the use of this Report. Only the Client is authorized to permit 
copying or distribution of this Report and then only in its entirety, and the Client shall not use the Report in a misleading manner.  Client further agrees and 
understands that reliance upon the Report is limited to the representations made therein.  The Report is not an endorsement or recommendation for use of the 
subject and/or product described herein.  This Report is not the Intertek Listing Report covering the subject product and utilized for Intertek Certification and 
this Report does not represent authorization for the use of any Intertek certification marks. Any use of the Intertek name or one of its marks for the sale or 
advertisement of the tested material, product or service must first be approved in writing by Intertek. 

http://www.intertek.com/building/
http://www.intertek.com/building/
https://bpdirectory.intertek.com/pages/DLP_SearchDetail.aspx?SpecID=72864
https://bpdirectory.intertek.com/pages/DLP_SearchDetail.aspx?SpecID=72864
https://bpdirectory.intertek.com/pages/DLP_SearchDetail.aspx?SpecID=72864
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TABLE 1 – PROPERTIES EVALUATED 
 

PROPERTY 2024 IBC SECTION 2024 IRC SECTION 

Wind resistance 1504.4 R905.1 
Physical properties 1504.7 

1507.10 
R905.9 

Impact resistance 1504.8 NA 
Fire classification 1505 R902 

 
 
 
 

TABLE 2 – ALLOWABLE WIND SPEEDS 
 

Roof Type Wind Velocity  
(mph) 

Mean Roof Heigh (ft.) 
Wind Exposure B, C and D 

Gable 
(θ ≤ 7°) 

115 ≤ 60 
130 ≤ 60 
145 ≤ 60 

Gable 
(7°<θ≤20°) 

115 ≤ 60 
130 ≤ 60 
145 ≤ 60 

Gable 
(20°<θ≤45°) 

115 ≤ 60 
130 ≤ 60 
145 ≤ 60 

Hip 
(7°<θ≤20°) 

115 ≤ 60 
130 ≤ 60 
145 ≤ 60 

Hip 
(20°<θ≤45°) 

115 ≤ 60 
130 ≤ 60 
145 ≤ 60 

 

http://www.intertek.com/building/
http://www.intertek.com/building/

